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Name of Samples: Lithium Cell
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Applicant’s name: SHENZHEN AUXO TECHNOLOGY CO.,LTD
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Shenzhen Beihang Testing Co., Ltd.



Report No.: RSZBHST2308161307-1 k )

I il 44 7R EREENTON (RPN R U SSUTE N
Name of samples Lithium Cell Appearance Blue almost cuboid
ULRSTI S LF230 [ELzD .

Type/Mode 3.2V, 230Ah,736Wh Trade mark
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Applicant’'s name SHENZHEN AUXO TECHNOLOGY CO.,LTD
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909 Floor, Building 2, Xinwang Road, Xinsheng Community, Longgang Street,

Applicant's address Longgang District, Shenzhen
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Factory Dongguan Number One New Energy Technology Co., Ltd.
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Room 507, No. 328, Dalang Fukang Road, Dalang Town, Dongguan City,
Guangdong Province, P.R. China
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UNITED NATIONS “Recommendations on the TRANSPORT OF DANGEROUS
GOODS” Model Regulations (22nd Rev. edition) special provisions 188

Factory’s address
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Inspection according to
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Test item 1.2m Drop test

BEFEIEE CT kit @i B EiaA) (22817 R) R E 188 %
1.2 KERIE IR
The package was capable of withstanding 1.2m drop test of U
s e g ‘Recommendations on the TRANSPORT OF DANGEROUS
Regulations (22nd Rev. edition ) special provisions 188.
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Gross weight per package pprox 9
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Net quantity of cells per package pprox 9
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Number of cells per package
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. X N Name of equipment
BT & B EE R I
Information for Tvoe/Mod -
equipment in the ypefifode
package [ ~
Trade mark
#7F | Remarks:
B A % S 2 Ah e N L 7 20 o/ e
The manner of inner packaging that can prevent short circuits and accidental operation: Independent
packaging.
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Lithium ion Cell /885 F-HL:&5 (3.2Vd.c, 230Ah,736Wh)

Dt Marma: Lichium ion cell
Modsl  LFZ30

Volisge: 13V

Capacity: Z304R, T36Wh
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Test Items Drop test
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Test procedure
1.1 M5 PR
The package of batteries is dropped from 1.2m in any orientation. The test floor is
concrete floor.
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Each package is capable of withstanding a 1.2m drop test in any orientation without
damage to cells or batteries contained therein, without shifting of the contents so as to
allow battery to battery(or cell to cell) contact and without release of contents.
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12 Result
W45
Surface The package is not cracked,
TS the contents are not
damaged and not shifted.
BHRR, NRYTELT
No batteries or cells is damaged or connected Th K . t ked
by neighbor, the batteries or cells should not . € package Is not cracked,
be released from package Arris the contents are not
) 2B ph - o B 5 ek V% damaged and not shifted.
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The package is not cracked,
Anale the contents are not
ﬁﬂ?&% damaged and not shifted.
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--End of Test Report--
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